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Ž ivković, Ž., Dobovis ̌ ek, B. 
Determination of reaction kinetics based on a part of a differential thermal analysis or 
thermogravimetric curve 
(1979) Thermochimica Acta, 32 (1-2), pp. 205-211.  
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Leaching of a low-grade chalcocite-covellite ore containing iron in sulphuric acid: The influence 
of pH and particle size on the kinetics of copper leaching 
(1982) Hydrometallurgy, 8 (1), pp. 5-16.  
 
Rogulić, M., Milenković, V., Stojadinović, S. 
Influence of deformation parameters on strain hardening texture and residue elastic strain in Al 
Mg Si Cu alloy. 



(1982) Light Metal Age, 40 (9-10), pp. 9-12.  
 
 
1983.  
 
Stanković, Z. 
Electrochemical reactor with rotary drum electrode - certain electrochemical properties. 
(1983) Erzmetall: Journal for Exploration, Mining and Metallurgy, 36 (10), pp. 471-474.  
 
Stanković, Z. 
The integral capacitance, kinetics and mechanisms of the Cu/Cu(II) system in sulphuric acid 
media 
(1983) Electrochimica Acta, 28 (1), pp. 109-112.  
 
Stojadinović, S. 
Investigation of the influence of thermomechanical treatment on hardening of AlMgSiCu alloys. 
(1983) Physics of Metals and Metallography, 56 (2), pp. 133-136.  
 
1984.  
 
Pastor, T., Antonijević, M. 
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Ž ivković, Ž. 
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A new method for the determination of reaction kinetics from DTA and TG curves. Part I. 
Definition of the method 
(1993) Thermochimica Acta, 60 (1), pp. 61-68.  
 
Gusković, D., Stanković, Z. 
Preparation of amorpphouse allozs in Zr-Mo-Pd system 
(1993) Materials Science and Technology, 10, pp. 397.  
 
Gusković, D., Stanković, Z. 
Production of some amorphous alloys in ternary systems Zr-(Pd, Ru, Mo)-(Si, B) 
(1993) Journal of Materials Science, 28 (4), pp. 949-954. 
 
Ivanić, Lj., Kočovski, B. 
Vlijanie kisloroda na svojstva medi 
(1993) Tsvetnye Metally, 10, pp. 21-22. 



 
Markovich, D., Guskovich, D., Stanoevich, B., Ilich, A.  
Effect of cold deformation on the elasticity and plasticity of drawn and enamel copper wire 
(1993) Izvestia Akademii nauk SSSR - Metally, (4), pp. 137-140. 
 
Stojković, S. R., Živković, Ž. D., Stojković, I. S. G., Štrbac, N. 
Monitoring the process of crystallisation and determination of the degree of crystallinity of NaA 
zeolites by infrared spectroscopy  
(1993) Spectroscopy Letters, 26 (3), pp. 473-480. 
 
Živković, D., Živković, Ž., Šesták, J. 
Thermodynamic analysis of the quasi-binary section A-Pb in the ternary system Pb-Bi-Mg. Part 
1. Thermodynamic analysis of the quasi-binary section A-Pb in the ternary system Pb-Bi-Mg by 
the oelsen Calorimetric method 
(1993) Thermochimica Acta, 230, pp. 65-75.  
 
Živković, D., Živković, Ž., Šesták, J. 
Thermodynamic analysis of the quasi-binary section A-Pb in the ternary system Pb-Bi-Mg. Part 
2. Predicting the thermodynamic properties of the quasi-binary section A-Pb in the ternary 
system Pb-Bi-Mg 
(1993) Thermochimica Acta, 230, pp. 77-81.  
 
 
 
1994.  
 
Antonijević, M., Janković, Z., Dimitrijević, M. 
Investigation of the kinetics of chalcopyrite oxidation by potassium dichromate 
(1994) Hydrometallurgy, 35 (2), pp. 187-201.  
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Pyrite as sensor for potentiometric precipitation titrations 
(1996) Analyst, 121 (2), pp. 255-258.  
 
Dimitrijević, M., Antonijević, M., Janković, Z. 
Kinetics of pyrite dissolution by hydrogen peroxide in perchloric acid 
(1996) Hydrometallurgy, 42 (3), pp. 377-386.  
 
Ivanić, L., Kočovski, B., Kilibarda, Z. 
Dependence of cast structure on geometric shape, vibration conditions and thermophysical 
properties of mold 
(1996) Bulletin of Materials Science, 19 (1), pp. 161-164. 
 
Ivanov, S., Marković, D., Stuparević, L., Gusković, D. 
Effect of degree of cold work and annealing temperature on the microstructure and properties of 
cold drawn copper wires and tubes 



(1996) Bulletin of Materials Science, 19 (1), pp. 131-138. 
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Calorimetric investigations of the system Pb-Bi-Mg-Sb with Oelsen's method 
(1998) Journal of Thermal Analysis and Calorimetry, 54 (1), pp. 41-47.  
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Kinetics of reduction of fired pellets with external solid reductants by modified linder process 
(1999) Materials Transactions, JIM, 40 (6), pp. 522-528.  
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Influence of an electrochemically generated gas phase on pressure drop in a three-dimensional 
electrode and an inert bed 
(2002) Journal of Applied Electrochemistry, 32 (4), pp. 389-394.  
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Activity measurements of Ga in liquid Ga-Tl alloys by EMF method with zirconia solid 
electrolyte 
(2003) Zeitschrift fuer Metallkunde/Materials Research and Advanced Techniques, 94 (12), pp. 
1296-1299.  
 
Maluckov, Č., Karamarković, J., Radović, M. 
Statistical Analysis of Electrical Breakdown Time Delay Distributions in Neon Tube at 13.3 
mbar 
(2003) IEEE Transactions on Plasma Science, 31 (6 II), pp. 1344-1348.  
 
Maluckov, Č., Radović, M. 
Breakdown-voltage memory effect in a neon-filled diode at 1 mbar 
(2003) IEEE Transactions on Plasma Science, 30 (4 II), pp. 1597-1601.  
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Thermodynamic and phase diagram investigation of Pb-BiIn section in Pb-Bi-In ternary system 
(2004) Thermochimica Acta, 417 (1), pp. 119-125. 
 
 
2005.  
 
Antonijević, M., Dimitrijević, M., Šerbula, S., Dimitrijević, V., Bogdanović, G., Milić, S. 
Influence of inorganic anions on electrochemical behaviour of pyrite 
(2005) Electrochimica Acta, 50 (20), pp. 4160-4167. 
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Mitić, S.D., Maluckov, C ̌., Radović, M.K. 
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